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Code Chemical CAS Minutes Level 

A Methanol 67-56-1 >10 1 

L Sulphuric acid 96 % 7664-93-9 >30 2 

 Acetic acid  20% 64-19-7 >30 2 

K Sodium hydroxide 40% 1310-73-2 >480 6 

 Hydrochloric acid 10% 7647-01-0 >480 6 


